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BlueCoill™ Technology
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Conventional Coiled Tubing Technology and
Manufacturing




Conventional Coiled Tubing Technology and
Manufacturing
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BlueColl™ Technology & CT Manufacturing
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Metallurgical and Mechanical Properties of
BlueColl™ CT




Mechanical Properties of BlueCoill™ CT
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BlueCoill™ CT Base-Tube Fatigue Performance
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BlueCoill™ CT Bias-Weld Fatigue Performance
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Base-Tube Fatigue Performance -
Damaged CT
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BlueCoill™ CT Ballooning Performance




BlueColl™ CT Sour Fatigue Performance




BlueColl™ CT Sour Performance —
Sulfide Stress Cracking (SSC)
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BlueColl™ CT Handling and Equipment

Compatibility
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BlueColl™ CT Handling and Equipment
Compatibility
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BlueCoill™ CT Field Operations
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Process Video




BlueCoill™ Technology Summary

% "+ T+




Summary of Benefits
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